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P^idar-Clegg, Inc.

380 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1401

BC
BONDAR-CLEGG

Geochemical 
Lab Report

REPORT: D89-31417.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: lfi-SEP-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 56 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 56 2 -150 56 Assay Prep 56
Sample Pickup 1

REMARKS: Final Au results are now reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

' ,,,., 

H 1dar-Clegg, Inc. 
80 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

... 

REPORT: 089-31417.4 ( CONPLETE l 

CLIENT: BROH~ NIHING CORP. 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEl'IEHT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NU!IIBER 

56 

BC 
BONDAR·CLEGG 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

56 0.002 on 

SIZE FRACTIONS 

2 -150 

NU"BER 

56 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBNITTED BY: J. MRROH 
DATE PRINTED: 18-SEP-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS HUMBER 

Assay Prep 
Sa1ple Pickup 

56 
1 

RE"ARKS: Final Au results are now reported. 

REPORT COPIES TO: "R. JIN BARRON 
l'IR. JIN BARRON 

INVOICE TO: l'IR. JIN BARROM 
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Geochemical
Lab Report

Bortdar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

REPORT: D89-31417.4
DATE PRINTED: 18-SEP-89
PROJECT: NONE LISTED PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

D2 R89-554-0-5 0.025 D2 R89-554-220-225 <0.002
D2 R89-554-5-10 0.016 D2 R89-554-225-230 <0.002
D2 R89-554-10-15 0.018 D2 R89-554-230-235 <0.002
D2 R89-554-15-20 0.025 D2 R89-554-235-240 0.012
D2 R89-554-E0-25 0.012 D2 R89-554-240-245 <0.002

D2 R89-554-25-30 0.012 D2 R89-554-245-250 <0.002
D2 R89-554-30-35 0.008 D2 R89-554-250-255 <0.002
D2 R89-554-35-40 <0.002 D2 R89-554-255-260 0.005
D2 R89-554-40-45 0.005 D2 R89-554-260-265 0.005
D2 R89-554-45-50 <0.002 D2 R89-554-265-270 <0.002

D2 R89-554-50-55 0.002 D2 R89-554-270-275 0.002
D2 R89-554-55-60 0.003 D2 R89-554-275-280 0.002
D2 R89-554-60-65 0.003 D2 R89-554-280-285 0.002
D2 R89-554-65-70 0.005 D2 R89-554-285-290 0.016
D2 R89-554-70-75 0.012 D2 R89-554-290-295 0.006

D2 R89-554-75-80 0.003 D2 R89-554-295-300 0.005
D2 R89-554-80-85 0.006
D2 R89-554-85-90 <0.002
D2 R89-554-90-95 0.002
D2 R89-554-95-100 0.002

D2 R89-554-100-105 0.003
D2 R89-554-105-110 <0.002
D2 R89-554-110-115 <0.002
02 R89-554-115-120 0.023
D2 R89-554-120-125 <0.002

m rss;/*j

D2 R89-554-145-150 0.007
D2 R89-554-150-155 0.002
D2 R89-554-155-160 <0.002
D2 R89-554-160-165 <0.002
D2 R89-554-165-170 <0.002

D2 R89-554-170-175 <0.002
D2 R89-554-175-180 0.019
D2 R89-554-180-185 <0.002
D2 R89-554-185-190 <0.002
D2 R89-554-190-195 0.030

D2 R89-554-195-200 0.236
D2 R89-554-200-205 0.062
D2 R89-554-205-210 <0.002
D2 R89-554-210-215 0.021
D2 R89-554-215-220 <0.002

-& dar-Clegg, Inc. 
I 80 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-3 417.4 

SANPLE ELENEMT 
MUNBER UNITS 

D2 R89-554-0-5 
D2 R89-554-5-10 
D2 R89-554-10-15 
D2 R89-554-15-20 
D2 R89-554-20-25 

2 R89-554-25-30 
D2 R89-554-30-35 
D2 R89-554-35-40 
D2 R89-554-40-45 
D2 R89-554-45-50 

D2 R89-554-50-55 
D2 R89-554-55-60 
D2 R89-554-60-65 
D2 R89-554-65-70 
D2 R89-554-70-75 

D2 R89-554-7S-80 
D2 R89-554-80-85 
D2 R89-554-85-90 
D2 R89-554-90-95 
D2 R89-554-95-100 

D2 R89-554-100-105 
D2 R89-554-105-110 
D2 R89-554-110-115 
02 R89-554-115-120 
D2 R89-554-120-12S 

D2 R89-554-145-150 
D2 R89-554-150-155 
02 R89-554-155-160 
D2 R89-554-160-165 
D2 R89-S54-165-170 

D2 R89-554-170-175 
D2 R89-554-175-180 
D2 R89-554-180-185 
02 R89-S54-185-190 
D2 R89-554-190-195 

D2 R89-554-195-200 
D2 R89-554-200-205 
D2 R89-554-205-210 
D2 R89-554-210-215 
D2 R89-554-215-220 

Au 
OPT 

0.025 
0.016 
0.018 
0.025 
0.012 

0.012 
0.008 

(0,002 
0.005 

(0.002 

0.002 
0.003 
0.003 
0.005 
0.012 

0.003 
0,006 

(0.002 
0.002 
0.002 

0.003 
(0.002 
(0.002 
0.023 

(0.002 

0.007 
0.002 

(0.002 
(0.002 
(0.002 

(0.002 
0.019 

(0.002 
(0.002 
0.030 

0.236 
0.062 

(0.002 
0.021 

(0.002 

.. 

BC 
BONDAR-CLEGG 

DATE PRIMTE : 8- P-
PROJECT: HONE LISTED 

SAl'IPLE ELE EMT Au 
HUl'IBER UNITS OPT 

D2 R89-554-220-225 (0.002 
D2 R89-S54-225-230 (0.002 
D2 R89-554-230-235 (0.002 
D2 R89-554-235-240 0.012 
D2 R89-554-240-245 (0.002 

D2 R89-554-245-250 (0.002 
D2 R89-554-250-255 (0.002 
D2 R89-554-255-260 0.005 
D2 R89-554-260-265 0.005 
D2 R89-554-265-270 (0.002 

D2 R89-554-270-275 0.002 
D2 R89-554-275-280 0.002 
D2 R89-554-280-285 0.002 
D2 R89-554-285-290 0.016 
D2 R89-554-290-295 O,OOE. 

D2 R89-554-295-300 0.005 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404

BROUN MINING CORP. 
MR. JIM BARRON 
P.O. BOX 405 
DEADWOOD, SD 
57732

Invoice s I)0.1.5053, Paye 1 

Date s 19-SEP-09

R eport Hos D09-31417.4 
Project s NONE LISTED 
Ref etences NONE LISTED

50 Analyses of Gold 
Subtotal

at $ 7.00 $ 392.00
$ 392.00 $ 392.00

Samp1© Pvepavation
56 Samples of Assay Prep 

1 Sample of Sample Pickup 
Subtotal

at it 3.00 $ 160.00
at tl2.00 $ 12.00

$ lao.oo * loo.oo

Misc©11a neou s Change $
4% S.D. state sales tax 
£% Deadwood city sales tax 

Subtotal

$ /. 20 
3. 60

$ 10.00 T 10.00

Inv oice Tot ala * 502.00 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

\ 

Be 
BONDAR-r.LEGG 

l I UI 
I I 

1 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 
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Bqndar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDARCLEGG

Geochemical
Lab Report

REPORT: D89-31418.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 18-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 35 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 35 2 -150 35 Assay Prep 35

Ktromu: unax hu results are repcTTea.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

lbr-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31418.4 ( CO"PLETE > 

CLIENT: BROHK KIHIHG CORP. 
PROJECT: NOHE LISTED 

ORDER 

1 Au 

ELEl'IEHT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

- . 

HUl'IBER 

35 

" .. '"""'"'' l'llldi. NU l 'C~ll . \,~ dl'lt' JC 

REPORT COPIES TO: l'IR. JI" BARRON 
l'IR. JIN BARRON 

BC 
BO DAR-CLEGG 

NUKBER OF LOWER 
ANALYSES DETECTION LI"I EXTRACTION 

35 0.002 OPT 

SIZE FRACTIONS 

2 -1S0 3S 

Geochemical 
Lab Report 

REFERENCE INFO: HONE LISTED 

SUBl'IITTED BY: J. BARRON 
DATE PRINTED: 18-SEP-89 

l'IETHOD 

Fire Assay 

S~PLE PREPARATIONS HU"BER 

Assay Prep 35 

INVOICE TO: l'IR. JI" BARROM 
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Geochemical
Lab Report

/
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Bqpdar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDARCLEGG

REPORT: D89-31418.4
DATE PRINTED: 18-SEP-S9
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

DE R89-554-300-305 0.007
DE R89-554-305-310 0.003
D2 R89-554-310-315 0.004
DE R89-554-315-320 0.005
DE R89-554-3E0-3E5 0.008

DE R89-554-325-330 0.008
DE R89-554-330-335 0.005
DE R89-554-335-340 0.014
D2 R89-554-340-345 0.015
DE R89-554-345-350 0.040

DE R89-554-350-355 0.003
DE R89-554-355-380 0.015
DE R89-554-380-365 0.008
DE R89-554-385-370 0.005
DE R89-554-370-375 0.003

D2 R89-554-375-380 <0.00E
DE R89-554-380-385 <0.002
DE R89-554-385-390 <0.002
DE R89-554-390-395 <0.002
DE R89-554-395-400 <0.002

DE R89-554-450-455 0.010
DE R89-554-455-460 0.010
DE R89-554-460-465 0.046
DE R89-554-465-470 0.034
DE R89-554-470-475 0.005

,. 
/ 

dar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

I 
J 

REPORT: D89-31418.4 

SA"PLE ELEl'IEHT 
HUNBER UNITS 

02 R89-554-300-305 
D2 R89-554-305-310 
D2 R89-554-310-315 
02 R89-554-315-320 
02 R89-554-320-325 

02 R89-554-325-330 
D2 R89-554-330-335 
02 R89-554-335-340 
02 R89-554-340-345 
D2 R89-554-345- 50 

02 R89-554-350-355 
D2 R89-554-355-360 
D2 R89-554-360-365 
D2 R89-554-365-370 
D2 R89-554-370-375 

02 R89-554-37S-380 
D2 R89-554-380-385 
02 R89-554-385-390 
02 R89-554-390-395 
D2 R89-554-395-400 

02 R89-554-400-405 
02 R89-554-405-410 
02 R89-554-410-415 
02 R89-554-415-420 
D2 R89-554-420-425 

D2 R89-554-425-430 
D2 R89-554-430-435 
D2 R89-554-435-440 
02 R89-554-440-445 
02 R89-554-445-450 

02 R89-554-450-455 
02 R89-554-455-460 
02 R89-554-460-465 
D2 R89-554-465-470 
02 R89-554-470-475 

Au 
OPT 

0.007 
0.003 
0.004 
0.005 
0.008 

0.008 
0.005 
0.014 
0.015 
0.040 

0.003 
0.015 
0.006 
0.005 
0.003 

<0.002 
(0.002 
(0.002 
(0.002 
<0.002 

(0. 002 
0.002 
0.016 
0.004 
0.006 

0.008 
0.003 

(0.002 
0.002 

{0.002 

0.010 
0.010 
0.046 
0.034 
0.005 

BC 
BONDAR-CLEGG 

DAT£ PRINTED: 18-SEP-89 
I PROJECT: NOHE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR- JIM BARRON 
P.O. BOX 465 
DEAD WO OS), SD 
57732

Invoice 5 DO.15054, Page :i.

I) ate s 19 ™ 8 E P ~ 6 9

Re po t t No s Dft93 1 416. A 
Project s NONE LISTED 
Reference 3 NONE ..LISTED

35 Analyses of Gold 
Subtotal

at t 7.OO * 245.00
% 245.00 L 245.00

8 a m p I e P r e p a r a 11 o n
35 Samples of Assay Prep 

Subtotal
at % 3.00 $ 105.00

% 105.00 t 105.00

M i s c e 11 a n e o u s C h a r g e s
45C S.D. state sales tax 4.20
2 X De adwood c i t y is a .1. e s t a x 

8u btota1
L 2.10
t 6.30 $ 6.30

Invoice Totals L 356.30 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDARCLEGG

Geochemical 
Lab Report

REPORT: D89-31419.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 18-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 37 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 37 2 -150 37 Assay PTep 37
Excessive Wetness 1467
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
- - - - - - - - - - - - - - - - - - - - - - - - MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31419.4 < CO"PLETE l 

CLIENT: BROH" l'IINIHG CORP. 
PROJECT: NOHE LISTED 

ORDER E El'IEHT 

1 Au Gold 

SANPLE TYPES 

D DRILL CORE 

NUl'IBER 

37 

RE ARKS: Final results are reported. 

REPOR COPIES TO: l'IR. Jil'I BARRO~ 

BC 
BONDAR-CLEGG 

HUl'IBER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

37 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl1BER 

37 

Geochemical 
Lab Report 

REFERENCE IHFO: HONE LISTED 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 18-SEP-89 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 
Sa• ple Pickup 

37 
1467 

1 

INVOICE TO: l'IR. Jil'I BARRON 

J 
7 

__________ ___c•~•l\~•~J.!.!:....1n, u=nnl\:.:.=_Vl1 ___________________________ ---------, 
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

Geochemical 
Lab Report

DATE PRINTED: 18-SEP-89
REPORT: 089-31410.4 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-554-475-480 0.007
D2 R89-554-480-485 0.008
D2 R89-554-485-490 0.004
D2 R89-554-490-495 <0.002
D2 R89-554-495-500 0.002

D2 R89-554-500-505 0.005
D2 R89-554-505-510 0.018
D2 R89-554-510-515 0.006
D2 R89-554-515-520 0.012
D2 R89-554-520-525 0.169

D2 R89-554-525-530 0.019
D2 R89-554-530-535 0.008
D2 R89-554-535-540 0.014
D2 R89-554-540-545 0.031
D2 R89-554-545-550 0.004

D2 R89-554-550-555 <0.002
D2 R89-554-555-560 0.013
D2 R89-554-560-565 0.005
D2 R89-554-565-570 <0.002
D2 R89-554-570-575 0.002 MUu
D2 R89-554-575-580 <0.002
D2 R89-554-580-585 0.003 , >
D2 R89-554-585-590 0.004
D2 R89-554-590-595 0.005
D2 R89-554-595-600 0.005

D2 R89-554-600-605 0.005
D2 R89-554-605-610 0.006
D2 R89-554-610-615 0.061
D2 R89-554-615-620 0.029
D2 R89-554-620-625 0.041

D2 R89-S54-625-630 0.029
D2 R89-554-630-635 0.008
D2 R89-554-635-640 0.004
D2 R89-554-640-645 0.003
D2 R89-554-645-650 0.005

r ....._ . 
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31419,4 

SAl'IPLE ELEl'IEHT 
HUl'IBER UNITS 

D2 R89-554-475-480 
D2 R89-554-480-485 
D2 R89-554-485-490 
D2 R89-S54-490-495 
D2 R89-554-495-500 

D2 R89-554-500-505 
D2 R89-554-505-510 
D2 R89-554-S10-515 
D2 R89-554-515-520 
D2 R89-554-520-525 

D2 R89-554-525-530 
D2 R89-SS4-530-535 
D2 R89-S54-535-540 
D2 R89-554-540-545 
D2 R89-554-545-550 

D2 R89-554-5S0-555 
D2 R89-554-555-560 
02 R89-554-560-565 
02 R89-554-565-570 
02 R89-S54-570-575 

D2 R89-554-575-580 
D2 R89-554-S80-585 
02 R89-554-585-590 
02 R89-554-590-595 
D2 R89-554-595-600 

D2 R89-554-605-610 
D2 R89-554-610-615 
D2 R89-554-615-620 
D2 R89-554-620-625 

-.i.i - 25-630 
02 R89-554-630-635 
D2 R89-554-635-640 
D2 R89-554-640-645 
D2 R89-554-64S-650 

D2 K8~·554-650-655 
D2 R89-554-655-660 

Au 
OPT 

0.007 
0.008 
0.004 

{0.002 
0.002 

0.005 
0.0111 
0.006 
0.012 
0.169 

0.019 
0.008 
0.014 
0.031 
0.004 

{0.002 
0.013 
0.005 

{0.002 
0.002 

{0.002 
0.003 
0.004 
0.005 
0.005 

0.005 
0.006 
0.061 
0.029 
0.041 

0.029 
0.008 
0.004 
0.003 
0.005 

0.002 
0.007 

BC 
BONDAR-CLEGG 

DATE PRINTED: 18-SEP-89 
I PROJECT: HONE LISTED 

Geochemical 
Lab Report 

PAGE 1 





BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

DROHi'l MINING CORP. 
MR. JIM BARRON 
P.O. BOX 405 
BEAD WOOD, BD 
57738

Invoice a DO15055, Page 1 

Date : 19-SEP-09

Report No a 
Project 5 
Referenee a

B09~3i4i9.4 
HONE LIBTED 
NONE LISTED

37 ftnaIyses of GoId 
Subtotal

Samp 1 <? P r e par at i o n
37 Samples of Assay Prep 

1467 Samples of Excessive Wetness 
1 Sample* of Sample Pickup 

Subtota I

Misceilaneous Charges
4# S.B. state sales tax 
E "A Dead wood city sales tax 

Subtotal

at t 7.00 $ £59.00
% £59.00 % 859.00

at $ 3.00 T 111.00
at ft 0. £0 $ 893.40
at mi8.oo m 18. 00

f. 416.40 m 4164 0

m 16. 66
ft. 33

* £4.99 ii £4.99

I n v o i c e T o t a l s % 700.39 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-C’legg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BONDARCLEGG

REPORT: D89-31421.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BftRRON
PROJECT: NONE LISTED DATE PRINTED: 19-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 / Assay Prep 60
Excessive Wetness 1787

/ Sasple Pickup 1

REMARKS: Final Au results are reported.

REPORT COPIES TO: HR. JIM BARRON INVOICE TO: HR. JIM BARRON
. . . . . . . .  HR. JtH BflfiKDN . -- . . . . . . . .~~

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31421.4 (COMPLETE> 

CLIENT: BROHN NINIHG CORP. 
PROJECT: NOHE LISTED 

BC 
BONDAR-CLEGG 

HUNBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NOHE LISTED 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 19-SEP-89 

ORDER ANALYSES DETECTION LIMIT EXTRACTION 

1 Au Gold 60 0.002 OPT Fire Assay 

SANPLE TYPES HUMBER SIZE FRACTIONS HUMBER SAMPLE PREPARATIONS HUl'IBER 
------------------------------ ------------------------------ ---------------------------
D DRILL CORE 60 2 -150 60 Assay Prep 60 

Excessive Wetness 1787 
~ ~- j Satple Pickup 1 

• 
I 

REl'IARKS: Final Au results are reported. 

REPORT COPIES TO: NR. JIM DARRON INVOICE TO: NR. JIN BARRON 
11111 TT• unuu11N 





Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: D89-31421.4
DATE PRINTED: 19-SEP-89- - - - - - - - - - - - - - - - - - - - - -
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-554 660-665 0.020 D2 R89-554 860-865 <0.002
D2 R89-554 665-670 0.015 D2 R89-554 865-870 0.009
D2 R89-554 670-675 0.006 D2 R89-554 870-875 0.006
D2 R89-554 675-680 0.006 D2 R89-554 875-880 0.012
D2 R89-554 680-685 0.007 D2 R89-554 680-885 0.003

D2 R89-554 685-690 0.003 D2 R89-554 885-890 0.005
D2 R89-554 690-695 0.005 D2 R89-554 890-895 0.002
D2 R89-554 695-700 0.005 D2 R89-554 895-900 <0.002
D2 R89-554 700-705 0.006 D2 R89-554 900-905 0.004
D2 R89-554 705-710 <0.002 D2 R89-554 905-910 0.028

D2 R89-554 710-715 0.009 D2 R89-554 910-915 0.014
D2 R89-554 715-720 <0.002 D2 R89-554 915-920 0.019
D2 R89-554 720-725 <0.002 D2 R89-554 920-925 0.014
D2 R89-554 725-730 0.004 D2 R89-554 925-930 0.022
D2 R89-554 730-735 0.003 D2 R89-554 930-935 0.008

D2 R89-554 735-740 0.010 D2 R89-554 935-940 0.007
D2 R89-554 740-745 0.067 D2 R89-554 940-945 0.004
D2 R89-554 745-750 0.055 D2 R89-554 945-950 0.006
D2 R89-554 750-755 0.003 D2 R89-554 950-955 <0.002
D2 R89-554 755-760 0.007 D2 R89-554 955-960 0.002

D2 R89-554 760-765 0.004
D2 R89-554 765-770 0.007
D2 R89-554 770-775 0.008
D2 R89-554 775-780 0.003
D2 R89-554 780-785 0.003

D2 R89-554 785-790 <0.002
D2 R89-554 790-795 0.002
D2 R89-554 795-800 0.008
D2 R89-554 800-805 0.016
D2 R89-554 805-810 0.016

D2 R89-554 810-815 0.023
D2 R89-554 815-820 0.024
D2 R89-554 820-825 0.036
D2 R89-554 825-830 0.013
D2 R89-554 830-835 0.018

D2 R89-554 835-840 0.007
D2 R89-554 840-845 0.006
D2 R89-554 845-850 0.004
D2 R89-554 850-855 0.004
D2 R89-554 855-860 <0.002

·-
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1~ 

REPORT: D89-31421.4 

SA"PLE ELENENT 
MUNDER UNITS 

D2 R89-554 660-665 
D2 R89-554 665-670 
D2 R89-554 670-675 
D2 R89-554 675-680 
D2 R89-554 680-685 

D2 R89-554 685-690 
D2 R89-554 690-695 
D2 R89-554 695-700 
D2 R89-554 700-705 
D2 R89-554 705-710 

D2 R89-554 710-715 
D2 R89-554 715-720 
D2 R89-554 720-725 
D2 R89-554 725-730 
D2 R89-554 730-735 n R89-554 735-740 
2 R89-554 740-745 
2 R89-554 745-750 
2 R89-554 750-755 

D2 R89-554 755-760 

D2 R89-554 760-765 
D2 R89-554 765-770 
D2 R89-554 770-775 
D2 R89-554 775-780 
D2 R89-554 780-785 

D2 R89-S54 785-790 
D2 R89-554 790-795 
D2 R89-554 795-800 
D2 R89-554 800-805 
D2 R89-554 805-810 

D2 R89-554 810-815 
D2 R89-554 815-820 
D2 R89-554 820-825 
D2 R89-554 825-830 
D2 R89-554 830-835 

D2 R89-554 835-840 
D2 R89-554 840-845 
D2 R89-554 845-850 
D2 R89-554 850-855 
D2 R89-554 855-860 

Au 
OPT 

0.020 
0.015 
0.006 
0.006 
0.007 

0.003 
0.005 
0,005 
0.006 

(0.002 

0.009 
(0,002 
(0.002 
0.004 
0.003 

0.010 
0.067 
0.055 
0.003 
0.007 

0.004 
0.007 
0.008 
0.003 
0.003 

(0.002 
0.002 
0.008 
0.016 
0,016 

0.023 
0.024 
0.036 
0.013 
0.018 

0.007 
0.006 
0.004 
0.004 

(0.002 

BC 
BONDAR-CLEGG 

SANPLE ELENENT 
MUNDER UNITS 

D2 R89-554 860-865 
D2 R89-554 865-870 
D2 R89-554 870-875 
D2 R89-554 875-880 
D2 R89-554 880-885 

D2 R89-554 885-890 
D2 R89-554 890-895 
D2 R89-554 895-900 
D2 R89-554 900-905 
D2 R89-554 905-910 

D2 R89-554 910-915 
D2 R89-S54 915-920 
D2 R89-554 920-925 
D2 R89-554 925-930 
D2 R89-554 930-935 

D2 R89-554 935-940 
D2 R89-554 940-945 
D2 R89-554 945-950 
D2 R89-554 950-955 
D2 R89-554 955-960 

Au 
OPT 

(0.002 
0.009 
0.006 
0.012 
0.003 

0.005 
0.002 

(0.002 
0.004 
0.028 

0.014 
0.019 
0.014 
0.022 
0.008 

0.007 
0.004 
0.006 

(0.002 
0.002 

Geochemical 
Lab Report 

PAGE 1 





BONDAR CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHl'l MINING CORP. 
MR. JIM BARRON 
P.O. BOX 405 
DEADWOOD, SD 
5773E

Invoice s

Date a

Report Mo: 
Project s 
Reference st

1)015134, P a tj e 1

L4-SEP-89

1)09—314121.. 4 
NONE LISTED 
HONE LISTED

GO Analyses of Gold
Subtotal

at * 7.00 %
%

4£0.00 
4L0.00 T 4L0

Sample P r ep ar a tion
60 Samples of Assay Prep

1787 Samples of Excessive Wetness 
;!. Sample of Sample Pickup

Subtotal

at T 3.00 T 
at $ 0.LQ T 
at TIL.00 T

180.00
357.40 
1L. 00

549.40 t 549

1'1 i s c e .11 a n e a us C h a r p e s
4% S.Du state sales tax 
'<&% Oeadwood city sa 1 es tax 

Subtota1

$
T
T

LI „ 98 
10. 99 
3L. 9 7 i> 3L

Invoice 1 O 1/ <X .1. 2 T 100L

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

. . 

-·BC 
BONDAR-r.LEGG 

li 
IJE AvW( U , 
~, I >,. 

1' 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical
Lab Report

B<sndar-tiegg, Inc.
S980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31422.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHR MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 12-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 48 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 48

!i1111 o
 

i 
in 

ii 
i

1 
cu 48 Assay Prep 48

Excessive Wetness 1154
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MK. JIM pHKKUn_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

""'1dar.(; ' Inc. 
980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

·' 

BC 
BONDAR-CLEGG 

A DIVISIO"I OF It\CHCAPE I"I PECTIO. & TESTl",G ERV ICES 

PLE E ) 

ORDER E ... E ET 

A Geld 

ORI ._ ::n 48 

E AAKS: F" .a~ res i.ts a e re ted . 

NU BtR : 
A A~YS~S EXTRAC ! 

48 o. , 0~ 

-1 

HUl'IBE" 

48 

ETf<O 

Fi e Assay 

Assay r-rep 
~xcessive etness 
Sa•p ick .. p 

Geochemical 
Lab Report 

48 
1154 

1 
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B*sndar-Uegg, Inc.
*12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 1P-SFP-M

REPORT: D89-31422.4 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-554 360-965 0.004 D2 R89-554 1160-1165 0.008
D2 R83-554 965-970 0.004 D2 R89-554 1165-1170 0.007
D2 R89-554 970-975 0.009 D2 R89-554 1170-1175 0.010
D2 R89-554 975-960 0.006 D2 R69-554 1175-1180 0.005
D2 R89-554 980-985 0.005 D2 R89-554 1180-1185 0.008

D2 R89-554 985-990 0.003 D2 R89-554 1185-1190 (0.002
D2 R39-554 990-995 0.003 D2 R89-554 1190-1195 0.005
D2 R89-554 995-1000 0.002 D2 R89-554 1195-1200 0.010
D2 R89-554 1000-1005 0.014
D2 R89-554 1005-1010 0.007

D2 R89-554 1010-1015 <0.002
D2 R89-554 1015-1020 0.003
D2 R89-554 1020-1025 (0.002
D2 R69-554 1025-1030 0.003
D2 R89-554 1030-1035 0.002

D2 RS9-554 1035-1040 <0.002
D2 R89-554 1040-1045 0.002
D2 R89-554 1045-1050 <0.002
D2 R89-554 1050-1055 0.002
D2 R89-554 1055-1060 <0.002

D2 R89-554 1060-1065 0.006
D2 R89-554 1065-1070 0.007
D2 R89-554 1070-1075 0.009
D2 R89-554 1075-1080 0.009
D2 R89-554 1080-1085 0.007

D2 R89-554 1065-1090 0.003
D2 R89-554 1090-1095 0.003
D2 R89-554 1095-1100 <0.002
D2 R89-554 1100-1105 <0.002
D2 R89-554 1105-1110 0.002

84ndar- egg, Inc • 
• 980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

REP RT: 89-31422.4 

SAPIPLE: 
HU,BER 

D2 R89-554 960-9£5 
02 Ro9-S54 9~5-37J 
D2 R89-554 970-975 
D2 R89-S54 975-960 
D2 R89-554 980-965 

UNITS 

D2 89-554 565-990 
D2 R89-554 990-995 
De R8 -S54 9 5-100~ 
D2 R89-554 1000-1005 
:2 R89-554 1oos-10:o 

D2 R"9-554 :010-1 15 
De R 9-554 1015-102' 
D2 R89-554 1020-1025 
D2 R89-554 1025-1030 
D2 R89-554 1030-1035 

~ R89-~S4 1035-1040 
De ~89-554 1040-1•45 
D2 R89-554 045-105 
2 "89-554 1050-1055 

02 ~89- 54 10S5-1060 

D2 ~89-554 10£0-1065 
2 39-554 105~-1 70 

D2 R89-~54 1070-1075 
D2 R 9-554 1075-1080 
D2 R89-5S4 1080-1085 

2 RB, 354 10&5-1090 
D2 "89- -4 :090-1095 

D2 R89-~54 1110-1115 
D2 R89-554 1115-::20 
D2 R89-554 1120-1125 
02 R89-S54 1125-1~30 
:2 R89-~54 1130-1135 

D2 ~89-5~4 1135-1140 
D2 R89-554 1140-1145 
02 R89-554 114s-1:so 
w2 RB9 554 !15.-115~ 
D2 R89-554 1~5-:160 

Au 
OPT 

11.006 
o.oos 

0.003 
0.003 
0.002 
o. 14 
0.007 

(0.002 
•• 03 

(0,002 
0.003 
0.002 

<O. 002 
0.002 

(0.002 
0.002 

(0.002 

.o t, 
o.o 7 
0.009 
0.009 
0,007 

0.0 
0.003 

(0.0 2 
(0.002 

0.002 
(0.002 
0.003 
0.007 
• 05 

(0.002 
(0.002 
(0.002 
(0.002 
:.o 2 

• 

BC 
BONDAR·CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
OAr ;:;n1•rn: ,:>-c:c-p-A~ 
!PROJECT: HONE LIS E 

SAMPLE ELEMENT Au 
NU BER UNITS OP 

D2 R89-554 11£0-11£S 0.0 8 
D2 R89-554 1165-1170 o. 07 
D2 R89-554 1170-1175 0.010 
D2 R89-554 t175-1180 0.005 
D2 R89-554 1180-1185 0.008 

D2 R69-554 1185-1190 (0.002 
D2 n"9-554 1190-1195 0.005 
02 ~8,-554 1195-1200 o. 10 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHi’t MINING CORP. 
MR. JIM BARRON
p.o. box 465
DEAD WOOD, BI)
57738 -

Invoice s DO.15.1.03, Page I 

Date s 19"SEP-ft9

Report Nos 
Project s 
Reference:

D89-31428.4 
NONE LISTED 
NONE LISTED

4ft Analyses of Gold ;K 00 336.00
Subtotal $ 336.00 $ 336.00

0 a m p 1 e P r e p a r a 11 o n
4ft Samples of Assay Prep at i. iJ. 00 $ 144.00

1154 Samp1es af Ex c&ssive W©tness at % <). 20 % 230.60
1 Sample of Sample Pickup at $ 11 00 * 12.00

Subtotal 386.60 <i> 366.60

M i s c e 11 a n e o u s C h a r g e s
4% S.D; state sales tax % 16 „ 4 7
rl% Dead wood city sales tax

Subtotal $ 23. 21 $ 23.21

Invoice Totals $ 746.0:1. U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

' ._, 

·BC 
BDNDAR-r.l.EGG 

I • 

I I '' 

.. 

l , 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewcxxi, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31427.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 9-SEP-89

NUMBER OF LOVER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 5 0.008 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 5 8 -150 5 Assay Prep 5
Excessive Hetness 145

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

-- , 

REPORT: D89-31427.4 ( COfff>LETE l 

CLIENT: BROlffl "INING CORP. 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEIIEMT 

Gold 

SAttPI..E TYPES 

D DRILL CORE 

NU"BER 

s 

REPORT COPIES TO: M. JI" BARRON 
M. JI" BARRON 

BC 
BONDAR-Cl.EGG 

Geochemical 
Lab Report 

A DIVISIO"-J OF INCHCAPE INSPECTI0:-1 & TESTING SERVICES 

NlltlBER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

5 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUftBER 

s 

REFERENCE IHFO: HONE LISTED 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 9-SEP-89 

~THOD 

Fire Assay 

SA~E PREPARATIONS MUNDER 

Assay Prep 
Excessive Wetness 

s 
145 

INVOICE TO: M. JI" BARRON 

L__ ___________________________________ _J 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

SAMPLE ELEMENT flu
NUMBER UNITS OPT

D2 R89-554 1195-1200A 0.004
02 R89-554 1200-1205 0.002
D2 R89-554 1205-1210 <0.002
02 R89-554 1210-1215 <0.002
02 R89-554 1215-1220 <0.002

[ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31427.4 

SAftPLE ELEl!ENT 
HUNBER UHITS 

Au 
OPT 

D2 R89-554 1195-1200A 0.004 
D2 R89-554 1200-1205 0.002 
D2 R89-554 1205-1210 (0,002 
D2 R89-554 1210-1215 (0.002 
D2 R89-554 1215-1220 <0.002 

BC 
BONDAR-CI EGG 

A DIVISION OF lf\iCHCAPE INSPECTION & TESTll'<G SERVICES 

Geochemical 
Lab Report 

PAGE 1 



BONDARCLEGG
BROUN MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEAD WOOD, £>D 
57738

— r

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Invoice s DO14988, Page 1 

Date s 11-SEP-89

Report Nos 
Project s 
Reference a

Dfl9~31427.4 
NONE LISTED 
NONE LISTED

5 Analyse© of Gold 
Su b total.

.* i
S a m p 1 e Mr e p a r a t i a n

5 Samples of Assay Prep 
145 Samples of Excessive Wetness 

Subtotal.

at $ 7.00 % 35.00
<f> 35.00 $ 35.00

at t 3.00 % 15.00
at t 0.20 t> 29.00

f 44.00 $ 44.00

Invoice Totals t 79.00 U.S.
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